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1. Scope of Application

This standard shall regulate testing method for hiding rate and hiding force of organic

coating materials.

2. Testing instrument
(1) Hiding force testing sheet

Hiding force testing sheet shall use art paper with smooth surface as same as figure at

least.
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Figure 1 Hiding force testing sheet

45 °, O ° diffusive reflexibility of black face and white face shall be respective less than

2 % and more than 80 %.

(2) Hiding rate testing sheet
Hiding rate measuring sheet shall use art paper (17 cm x 14.4 cm) of which surface is
uniform. Surface should be discriminated into black face and white face like figure 2 and
should what to waterproof as transparent organic coating materials not to be melted or
deteriorated by specimen.
Compared to magnesium oxide, 45 °, 0 ° diffusive reflexibility of white face should be

80 + 1 % and 45 ©, 0 ° diffusive reflexibility of black face should be less than 2 %.
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