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1. Scope of Application

=S T-L147

This standard shall requlate the testing method for storage stability of grease, used for

lubrication of various machine parts

2. Preparation of Sample

Refer to the following for the preparation of sample

(1) If non-blend stability of the sample is less than 200, use about 500 g. If above 200, use

about 1500 g.

(2) After filling a cupful sample into a of mixer round bowl (') without containing bubbles,

move 45° tilted long flat scoop along a top circumference of the round bowl as shown In

Figure 1 and make a surface of the sample flat removing an extra sample.

Figure 1. How to move a flat scoop

Note (') : For an inner diameter of the mixer round bowl, use a container of the same

diameter.

(3) Use one sample if the stability is less than 200, and three samples if larger than 200

(4) Using an excessively large lid for the sample not to touch, store and station for a fixed
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