Spray Test of Brake
Tube for Salt Solution
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1. Scope of application

This test shall be applied to automotive brake tube.

2. Purpose

This test shall be performed to evaluate corrosion resistance of automotive brake tube

against 5 % salt solution.

3. Test condition
3.1 Test sample
(1) Linear test sample
Cut 300 mm of brake tube.
(2) Crank type test sample

Make crank shape from 350 mm-brake tube.

3.2 Concentration of salt solution

5 * 1 % {Specific weight 1.0223 ~ 1.0364 (35 °(’)}
3.3 PH of solt solution

6.5~7.2(35°C)
3.4 Spraying pressure of salt solution

0.098 £ 0.002 Mpo(1.0 + 0.025 kg f / cm?)
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