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1. Scope of Application

This standard shall regulate the test for cracking when organized by our company

2. Purpose

This standard shall measure for all kind of cracking which organize by our company.

3. Test ltems

Test items should be 10 ¥ U.T.M (Model no: DCS-10T) and controlled by equipment's

manual

4. Testing Plate

Testing plate will be divided by A ~ D under different style and size

Weight

o

Unit : mm
Allowable error | Distance between two point
A 13 +1.0 | 200 About 300
B iTE)- o __366 - About 350
+ 1.5 | 400 l | Al;-out 500
+2.0 | 600 - | About 650

Note: Testing plate should be original condition but it's okay to machine manufacturing
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