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1. Scope of application

This standard shall prescribe test method for stability of separation and gelatinizing

caused by long term preservation of a solution dilute type preservative oil.

2. Summary of test method
Collect a fixed quantity of sample ,and then after preserve it in prescribed temperature

during prescribed time, check the phenomena of separation and gelatinizing.

3. Equipment
(1) A test tube
It is with a cork, 25 mm diameter, 200 mm length.

(2) A constant temperature bath
It can be preserved at temperature 55 +1 T.
(3) A low temperature chamber

It can be preserved at temperature —=17.5 £2 T.

4. Method

(1) After putting a sample into a prescribed sample vessel and filling it up with a cork, then
preserve it at temperature 55 1 T for 3 hours.
(2) Put it into a freezer, then preserve it at temperature -17.5 2 T for 16 hours.

(3) Repeat the operation of (1), (2) four times, then mix the sample quietly, at this time, it

should not be allowed to stir a sample on purpose.

9. Report

Check the state of separation and gelatinizing of mixed sample and report it.
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