Testing Method for Metal
Corrosion of Dipping Oil
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1. Scope of Application

This shall regulate test method for metal corrosion of air filter oil used for dipping wet type

air cleaner.

2. Outline of Test Method

Deposit the metal test sample polished well and keep it at the regulated temperature and

time. Then, clean it and inspect the change of weight.

3. Test Material

Use original solution after random sampling.

4. Test Sample
(1) Material
Use the following sample.
(a) copper plate
TCuP 1 purity 99.9 % of KS D 5504 (Tafpich copper plate)
(b) Steel plate

1 type of KS D 3512 (Cold rolling steel plate and pipe)

(¢) Aluminum plate
2024 plate of KS D 6701 (Aluminum and aluminum alloy plate), symbol 2024 P
(2) Dimension
The dimension of the test sample shall be rectangular type of 25 mm x 50 mm and the

thickness shall be 6 mm.

9. Test Preparation

(1) Remove stain of test sample with proper sand paper regulated in KS L 6003 (Sand
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