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1.Scope of Application

This shall regulate Test of Rust-Proof for Diesel Fuel Oils that is fuel of diesel engine used

for factory sttoping.

2. Specimen Property

Specimen property shall use SPCC of JIS G 3141 (Cold rolling steel sheet and steel belt)

3. Specimen Manufacture

Size of specimen shall conform to figure 1.
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Figure 1. Specimen

After manufacturing as same as figure 1, grind surface with sand paper No.240 defined on

JIS R 6252.

Then let grinding direction one direction as possible and take care not to touch specimen

with hands directly.

Make 1% wash with a warm oiled woolen cloth after grinding specimen and wash by
depositing in warm anhydrous Methyl Aicohol again.

Eliminate adhered contaminant with clean gauze after washing and wash with warm

Methyl Alcohol again and then use as specimen after desiccating in a desicator.

4. Tools and Materials

(1) Sand paper : No.240

1 /3


http://www.avadocuments.com/doc/kia-kes-t-l263-1989
http://www.avadocuments.com/doc/kia-kes-t-l263-1989

