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KES T-L307

1. Scope of Application

This standard shall prescribe about low iron plating, aluminum iron plating using high

purity aluminum in order to improve the high temperature durability (corrosion resistance)

by iron plating method.

2. Classification

Aluminum iron plating products are classified as follows by depth and post process

(Chromate process).

2.1 Depth

Plating Symbol Plating Depth Application Standard

AIPE O More than 8 um Specific part which needs joining of unlike metals

AlPE 1 More than 13 pm Corrosion resistance of metallic steels and

non-metallic steels improved

AIPE 2 More than 25 um " "

2.2 Post Process (Chromate Process)

Plating only

Piating + Chromate

Note: Composition of aluminum iron plating symbols is as follows

O ~C
-E—— Chromate processing

0 Grade

AllP r

Material like Fe

aAluminum Ion Plating
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