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1. Scope of Application

This standard shall specify the test standard of surface tension for lubricant and
petroleum.

2. Summary of Test Method
The surface tension of liquid surface and white gold ring are measured by the pull of a

steel wire and dyn/ cm { 10°N/ cm }is calculated.

3. Apparatus and Implement
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Figure 1 Dunoir Surface tension meter
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