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KES T-L347

1. Scope of Application

This standard shall specify the testing method for temperature, low, effect on coated cloth.

2. Sample

The first sample be square size of 20 x 20 cn.

3. Equipment of Test

(1) lced Room
The room that can maintain regulated temperature of +2 C.

(2) Strong steel Roller

Its grip must be suitable, diameter of about 14.0 cm, area of around 5.1 ar, and total

weight of 4.5 kg.

(3) Gloves

4. Operation

(1) If there are no given regulation, leave the sample for 30minutes on -7+ 1C in iced

room. Place the sample in iced rcom with level to the floor and fold half in direction of
slant. Roll the folded line by roller itself weight to be on the center line of a roller and

make each 180 © wrinkle. (At this time, after making the wrinkle in the direction of slope,

unfold it and fold it in the direction of lateral slope again)

In here, the temperature of roller should be equal to the temperature of sample,

wear gloves when operating the sample and the temperature should maintain uniformly
through out test.

In the case of plane spreading, when spread quantity would be different. make the side
spread thickly be the sljrface of wrinkle and when spread equally, make any side be the

surface of wrinkle.
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