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KES T-L362

1. Scope of Application

This standard shall specify the method for sampling test paper.

2. Test Paper

Cut and use test paper of at least 30 x 30 cm unless specified.

It is necessary that there is sufficient amount of test paper. Make sure there is no
abnormality or damage such as exposure to direct sun light, contact to liquid. Test paper
should be treat with caution when used for physical or chemical traits such as optical
property, surface condition, PH level, etc. for moisture on hands of the handler. Keep the

test paper In sealed container when tested for moisture test.

3. Operation

Random sampling by following standard is done o represent the whole.

The number received The number sampled
lLess than 50 EA o> EA
50 ~ 200 EA | 10 EA
201 ~ 300 EA | 15 EA
301 ~ 500 EA | 20 EA

In case the number received exceeds 501, incease the number sampled by 5 for increase

of every 200.
(1) Sample the same number of test paper from the sheets sampled.
(2) When the paper supplied is in rolls, sample from at least 4 layers inside from the

surface of the roll. When sampled for moisture test, sample from at least 1 cm form the

surface of the roll.
(3) Test paper should be cut from the whole width without any damage.

(4) When sheet supplied is flat, take samples from the top side or at least 1 cm inside from
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