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KES T-L364

1. Scope of Application

This standard shall specify the test method to measure basts weight of paper

(Weight per area).

2. Apparatus

(1) Chemical Scale

It shall be accurate to 0.25% of the load and able to read down to three digits from the

decimal point.

(2) Cutter

it shall be cut with extreme accuracy and it should have attached equipment that is

parallel to the opposite side.

3. Test item

The area of the test item should be at least 1000 cm®. Take at least 10 sheets. When the

test item is cardboard, take at least 5 sheets. Test item should be prepared according to

KS M 7012,

4. Test Method

(1) Collect the test item and prepare according to KS M 7012.

(2) Inspect the size of the test item to 1 mm accuracy and 0.0001 g of weight accuracy with

Chemical Scale

(3) Repeat above procedure 3 times. Report the value in the unit of grams per meter

squared.

Quoted Standard
KS M 7012 Preparation of Testing Sheets

KS M 7013 Testing Method for Basts Weight of Paper and Paper Board
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