Test Standard for Porosity
of Chrome Plated Product
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1. Scope of Application

This standard shall be applied to test porosity from chrome plated products for automobile

part, decoration, and sound deadening.

2. Test Sampling
(1) Test Sampling
Random sampling should be applied to lot of the same product under supervision of the
company and the subsidiary.
(2) Test Sample Preparation

Using alcohol or benzene or acetone, clear the sample of any contaminant. Then clean

the surface with cloth.

3. Test Method
(1) Removal of Grease (Washing with grease removing cloth)
(2) Washing with water
(3) Bipolar electrolysis
(a) deposit in NaOH solution for 2 ~ 3 minutes
(b) Electrolyze in Na,HPO, at 10A/dm?
(2) Washing with water
(3) Deposit in Nitric Acid for 1 minute
(4) Washing with Water

(5) Copper Sulfate plating (Electric density of 0.5 A/dm?)

(6) Washing with Water

(7) Dry

(8) Inspection via microscope (at 100 X)
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