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KES T-L370

1. Scope of Application

This standard shall specify the test method to determine the resistance to oil spray with

petrole of grease.

2. Test Sample

(1) Sheet steel panel with dimensions of 150 x 70 mm. 1.5 mm thick and weight of about 1

mg Is used as test sample. It is shown in Figure 1.

Grease spread area P-
/

Unit : mm

160

Figure 1. Sheet Steel Panel

(2) The surface of the sheep steel panel at the time of grease spraying should be as flat as

possible.

3. Test Procedure

(1) Measure the weight of the sheep steel panel including the weight of the grease to be

sprayed.

(2) Spray petroleum on top of the greased sheet steel panel as far away as 40 cm with

nozzle N° of 4/14, pressure of 5 kg / cm?
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