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KES T-L371

1. Scope of Application

This standard shall specify the test method to determine water absorption of paper used in

filters in automobile.

2. Apparatus

(1) Absorption Rate Tester: As shown in Figure 1, it has water container (A), ruler that can

be moved up and down (B), and stand (D) with test sample clamp(B). (Clamp Method)
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Figure 1. Absorption Rate Tester

(2) Stop Watch

(3) Test Device

A device that can adhere close of metal rng (A) of inner diameter of 112.8 + 0.1 mm,

height of about 25 mm, thickness of minimum 6 mm with the bottom part well trimmed
and metal plate of 150 mm x 150 mm is needed. (The device is also has a rubber or pelt

mat that is bigger than the metal plate, and can completely adhere the metal ring and

the test sample as a component.) (Cobb method)
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