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KES T-1L.374

1. Scope of Application

This standard is to specify the test method for storage of rust preventing oil.

2. Apparatus

(1) The storage container for this test is shown in Figure 1 and Figure 2, and KS A5101

spec anti-corrosive screen with 297u diameter holes is installed.

Water container (685 x 830 x 130 mm) is stalled in the storage container.
(2) Fixing Device for the test sample is shown in Figure 3. Fix the test sample so that

bottom of the test sample is 100 mm above the water surface. Distance between each

fixing device is 100 mm.

3. Test Method

Under the guidance of KS M 2195 (Test Method of Membrane Thickness of Rust

Preventing Oil), coat the test sample with the test chemical and leave the test surface

facing the South for required time.

4. Report

After the time requirement is met, take out the test sample and measure rust generation

by KS M 2196 (Method to measure Rust Generation Rate).

Quoted Standards
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