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KES T-L383

1. Scope of Application

This standard shall be applied to testing method for tearing strength of paper.

2. Equipment

(1) Tense strength tester has fixing nipper and movable nipper to move with fan-shape

pendulum simultaneously and should be made so that it swings freely as ball bearing or

bearing with little friction.

Figure 1 Tense strength tester

(2) When specimen is torn, there should be swing insert cutting surface so that specimen
and pendulum

don't contact.


http://www.avadocuments.com/doc/kia-kes-t-l383-1990
http://www.avadocuments.com/doc/kia-kes-t-l383-1990

