Testing Method for Immersion
Resistance of Dried Film
of Paint, Varnish, Lacquer
and Related Materials
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1. Scope of application

This standard shall requlate the testing method resistance when the dried painting film

immersed in fluid.

2. List of investigation
Follow the product standard for each item below.
(1) Material, size, preprocess and coating method of a test sample
(2) Number of coating and thickness of coated material
(3) Drying method, and left time before coating
(4) Kind of fluid for testing and containers
(5) Testing time and temperature

(6) Inspection time and method for a examiner

(7) Parts of examiner to be inspected during measuring the resistance and property item

3. Testing items
Put enough amount of digesting fluid into container without cover so that the 1/2 ~ 1/3 of
examiner can be immersed. Let the printed side of examiner be upside and erect it

vertically. Then, If the printed examiner is dried vertically, let the upper end be immersed in

the digesting fluid.

However, if the digesting fluid is volatile, a cap of the container should be covered. After

leaving alone during specified time, check appropriateness of the examiner for product

standard.
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