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1. Scope of application

This standard shall specify the testing method of vapor permeability for paper.

2. Equipment
2.1 Vapor permeation cap (Called cap hereinafter) should satisfy the following conditions,

and the cap and accessories should follow the figure.

No. Name Material Remark

1 Ring | Aluminum
©), 2 Dish Glass
D A
© 3 Van Aluminum
@ 4 Guide Brass casting
4) B

\:) S Cap support Brass casting
5
, |
6 Weight | Brass casting | About 500 g

Figure 1. Cap and accessories
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