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KES T-L406

1. Scope of Application

This standard shall apply to the test methods for sealing locking of retaining compounds,

anaerobic.

2. Test Items
This test shall specify the following items.
(1) Exterior view
(2) Viscosity
(3) Adhesive strength

Destructive torque and Loosening torque

Static shear strength

(4) Manifestation of adhesive strength

(S5) Preservative Safety factor

3. Normal Conditions of Test

The test is specified with respect to KS M 3705 (Normal testing standard for sealing
locking) other than specific standard. Identical specimen receptacle is applied for each test

of exterior view, viscosity, adhesive strength and manifestation but different specimen

receptacle is applied for preservative safety factor.

4. Test Meethod
(1) Exterior view
Inspect the color, uniformity, hardening material and insert of other maternals on
specimen with your eyes.
(2) Viscosity
The measurement of viscosity is as follows but the thixotrophic specimen is measured

with respect to KS M 3705 (Normal testing standard for sealing locking).
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