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KES T-L409

1. Scope of Application

This standard shall apply to the testing methods for softening point of hot melt adhesives

(Hereinafter referred to as adhesives).

2. Normal Conditions of Test

(1) Temperature and humidity of laboratory
The temperature is 23+2° C and humidity is 50+5% RH.

(2) Control of specimen state

The specimen, which spent 12 hours after fabrication, is left in the laboratory one hour

before the test.
(3) Collecting method of specimen

It follows KS M 3705 (Normal test methods of adhesives)

3. Test Methods

3.1 Summary of measuring method

The specimen is charged to the specified ring and the heat medium is laid parallel in the
tub. The sphere with standards mass is |aid on the center of specimen and the tub is
ascended with standard speed. The temperature of specimen on reaching bottom table
of ring plate is defined as softening point.

3.2 Implement and heat medium

3.2.1 Ring

Brass products or plated brass products by nickel and chrome are applied with the

shape and measurement on figure 1.

3.2.2 Sphere

Its standard diameter and mass are 9.525 mn, 3.5+0.05g, respectively.

3.2.3 Inside of sphere
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