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KES T-1.412

1. Scope of Application

This standard shall apply to the testing methods for heat Resistance of dried film of Paint,

Varnish, Lacquer and Related materials

i

2. References

For the following matters, you should follow product specifications and test methods.
(1) Material, size, pre-treatment and pafnting method of test plate

(2) Number of painting and paint film thickness of test plate

(3)Drying method and leaving time of paint before test

(4) Position of test plate to be left (Perpendicular or parallel)

(5) Test period and temperature
(6) Characteristic matters on inspecting the heat resisting capability

(7) Diameter of supporter which is applied to the bending test of paint film

3. Apparatus

(1) Supporter

Itis fixed strictly by an appropriate supporter. Use a steel bar whose surface is smooth
and diameter is 0.32 ~ 2.54 cn.
(2) Electric desiccator or electric furnace

(3) Use an electric desiccator, which is able to contro! the temperature range specified on

product standard.

(4) Use a magnifier with magnification of x 7.

4. Test Method

(1) Put the test plate in the electric desiccator and heat it to the specified temperature and

time on the test standard. Then, the test plate is taken out and Inspected the suitability
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