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1.Scope of application

This standard shall be applied to the test method for abrasion resistance of filter paper.

2. Meaning of the term
Abrasion resistance, in this standard, refers to examining the test piece surface’s abrasion

resistance when friction is added in a constant condition.

3. Test equipment
To sum up the test equipments, there is two parts which the friction part A, and
electromotive part B, as the figure shows. Friction part A's measurement is same as the
figure indicates, and it should be available to rotate easily on its axis by attaching weight

on the point that is 110£1mm awaly from the center axis of head edge’s circular arch. Also

It should be appropriate to add load of 500+5g on top of the test piece of electromotive

part B. It should have adhering apparatus to adhere test piece on circular arch. in

electromotive part B, adhering part of test piece is 200+5mm in diameter, and has

tweezers on each end. The electromotive part vibrates to right and left in 122mm in stroke,

and the number of turnaround time is 30+2 times per minute.

4. Test piece
Cut out the test piece neatly and precisely both in width and length. Also the width, which
will be attached to friction part, shall be 20mm, and to the electromotive part shall be

about 25mm.

5. Test method

Do the pre-treatments under KS M 7012(Pre-treatment of test paper)’s regulated

conditions inside.
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