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1. Scope of application
This test method shall be limited for the method of evaluating adhesion of a coating

material after washcoating catalyst of monolith type. It is the evaluating particulars to have

an large affect on the durability of the catalyst.

2. Test instrument
(1) A ultrasonic washer

3. The order of test
(1) Method A (Full Size evaluating method)

(U Dry washcoated catalyst of monolith type for 1 hour at 500TC in the drying crucible.
(2) Weigh the dried catalyst.

(& Put the full size catalyst in the ultrasonic washer like figure 1 and run the ultrasonic
wave at 200W, 28Khz for 15 minutes.

@ Take the catalyst out of the ultrasonic washer, and dry it at 500°C in the drying
crucible.

& Weigh the dried catalyst again.

© Adhesion of washcoat (%) = A-B x 100
A
I pmemesse —— I Distilled
———— - - water
25~30mm
I Specimen
I A wire
l0~15mm .|-I—l-

(2) Method B (Core sample)
@ Pick 3 cores by 1° (2.54cm) of diameter from catalyst.
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