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1. Scope of application
This standard shall prescribe about corrosion resistance test method of specimen of

hemming part such as vehicle door, bonnet.

2. Purpose
The purpose of test shall prescribe about the test method for guarantee through humus of

hemming part of vehicie.

3. Equipment
Complex humus tester, which can te salt spray tester, constant temperature and humidity
chamber and drier, I1s needed as test instrument to promote humus, and point micrometer

measurement for measuring depth of humus.

4. Specimen

4.1 Endowment
Endowment for this test is to be a steel sheet applied to inner plate and outer piate of
vehicle of the company or a steel sheet under the development for future application.
4.2 Size
Size of Inner part of specimen is 70 x 100mm(Angle 30°C), outer part is 70 x 150mm as

basic ,only in special case fit the size.

Quter Part

Figure 1 Hemming corrosion resistance specimen.
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