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1. Scope of application

This standard is settled about measuring softening point for the products after fabricating

the coated sand and the tools of softening point of the coated sand that is used in our

company.

2. Apparatus and tools

(1) Apparatus : Melt bar
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Fig 1.

(2) Stop watch
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