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1. Scope of Application
This standard shall be applied for the gasoline used lubricating oil in 105 C or the

method of analysis of processing Graphite.

- Volatile portion in 105 T

2. Summary of Methods
Calculate the amount of volatile portion after measuring the weight of samples and heating

it for two hours in 105 TC.

3. Equipment
(1) Dry Container
(2) Dry Oven

4. Operation
(1) Measure the weight up to 1mg after heating a clean melting pot with its lid in 105 T for

two hours and making it thaw in the deccigator.
(2) Measure the weight up to 1mg after putting samples 5gr in the melting pot.

Heat it in 105 C for two hours after removing its lid.

Make it thaw In the deccigator with normal temperature after heating and covering its lid.

(3) Burn out after measuring the weight up to 1mg.

5. Calculation
Volatile portion (%)= (A/S) X100
A : The weight lost after dried (gr)
S . Sample weight (gr)

6. Report
Report the portion of data result up to 0.01 %.
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