Measuring Method for
Fiber Content of Glass
Fiber Reinforced Plastics
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1. Scope of application

This standard shall prescribe measuring method for fiber content of glass fiber reinforced

plastics (Hereafter referred to GF RP).

However, it can be applied to the sample whose fiber does not melt, decompose at 625 +

20C in case that even if fiber in test part is not glass fiber.

Remark : Condition control of teat part, test temperature, test humidity, test part, test

equipment, tool and operation are not in accordance with specification.

2. Meaning of terminology

Meaning of principle terminology used in this specification is as the following according to

KS M 3000 (Plastic terminology), KS M 3015 (Test method general rules of glass fiber

reinforced plastic)
(1) Weight content of glass fiber

It is percent expression of portion of glass fiber weight toward whole weight of GFRP

(2) Volume content of glass fiber

It is percent expression of portion of glass fiber volume toward whole volume of GFRP

3. General conditions of test

General condition of test is according to 5 of KS M 3015

4. Test equipment and tool

(1) Chemical balance

lts accuracy shall be under 1 mg of aloss in weight

(2) Desiccator

Putting calcium chloride (or silica gel, etc proper drying agent) in

(3) Electric muffle furnace
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