General Analysis of SBR
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KES T-M104

1. Scope of application

This standard shall prescribe analysis method for volatiles, ash, and water-soluble ash in

SBR (Styrene-Butadiene Rubber).

2. Volatiles

2.1 Summary

Any method of mill-oven method and heating roller method is possible to be used as

measuring method of volatiles, but measuring method is recorded in measured value

together.

2.2 Mill-oven method

(1) Measure precisely a sample of about 250 g, then pass it through test roll that requlated

to roli surface temperature of about 30 C and roll interval of 0.20+0.05mm, make it thin

sheet

for Thour, cool it down In desiccator.

(3) With precise measuring weight of cooled sample, calculate volatiles according to the

following formula.

Vo-': S_BD x 100

Where, V,: Volatiles (%)
S : Weight of a sample (Q)

B, : Weight of a sample after drying (g)
2.3 Heating roll method

(1) Measure precisely a Sample of about 450 g by 0.1 g, then pass it through test roll that

regulated to roll surface temperature of about 30C and roll interval of 0.20+0 05mm.

(2) After passing sample through roller over 2 times, measure it precisely by 0.1 g and
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