Loss of Plasticizer From Plastics
(Activated Carbon Methods)
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1. Scope of Application

This standard shall specify loss of plasticizer from plastics by activated carbon method.

2. Apparatus

(1) Chemical Scale

(2) Oven : It should be able to keep the temperature at range of 50~1350 C, +1°C

(3) Container : Made of stainless steel, generally, diameter of 86 mm. Height of 300 mm
(4) Micro Meter : It should be able to measure down to 0.0025 mm

(5) Desiccator

(6) Metal case : Applied to B method. It should be able to place test material through wire
case of 30 mash.

(7) Diameter : 60 mm Height : 6 mm

3. Material

Activated carbon would be 6/14 mash

4. Test Sample

(1) Test sample is plastic with 2 inch disk shape.

(2) Thickness of the test sample should be consistent.

5. Operation

5.1 A Method
(1) Pre-condition the test material at 23+2°C and humidity at 50+5% for 40 hours

(2) Record the weight of the test material to 0.001 g accuracy (W,)

(3) Place activated carbon of 120 cm® in the bottom of the container, then place test

sample.
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