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1. Scope of application

This standard shall prescribe analysis of filler content contained in plastic material.

2. Summary )

This test is quantitative analysis by making ash method of filler used for reducing material

cost and improving of process, physical characteristic, and color effect.

3. Equipment
(1) Crucible
it Is a porcelain crucible of 50 m{ volume.
(2) Electric furnace
It can be preserved at 850+25C .

(3) Desiccator.
Direct reading balance.

(4) It can read value by 0.001 g

4. Test method

(1) After measuring precisely sampie of about 5 g by 0.05 g, put it into porcelain crucible of

o0 ml whose weight is already known.

(2) Making ash (1% step) slowly in ventilation dryer with adding alcohol to porcelain crucible.
(3) If completely decomposed plastic become a black lump.
Remark After making ash, in case that ashing condition is not completely with naked
eye, making ash by increasing temperature (850+257C).

(4) If ashing becomes complete, after cooling it down, measure it, then calculate

percentage of ash according to the following formula.
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