Bush Rubber Stabilizer
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1. Scope of application

This standard shall specify bush-rubber stabilizer (Called as rubber below) of a vehicle.

2. Purpose

The purpose of this standard shall be to secure appropriate quality by specification

standardization.

Remark : This standard shall bring drawing of specification and requirement of the

company.

3. Report of test result

Hand out a test result following appendix of KES D-A505 to the company from developing

stage to production stage.

4. Definition of terminology

Follow KES A-D006 (Marking geometrical clearance on a drawing).

5. Specification marked on a drawing
(1) Test standard of static characteristics

(2) Test standard of durability characteristics

6. Test method
6.1 Condition of common test
6.1.1 Standard condition of test place
The state of test place shall be standard state under conditions of standard

temperature state 20 °C of KS A 0006 (Standard state of test place), 15 grade

(20+15 °C), standard state 65 %, 20 grade (65+20 %) without special comment.
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