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KES T-UO71

1. Purpose

This test shall specify the method of hardness measurement of brake lining, pad.

2. Equipment & Appliance
Equipments and appliances using in the test are below.
(1) Testing equipment
Use KES T-L002(Hardness tester)as a tester

(2) Fixture tool

In the case of Shoe Assembly, use the fixture tool it appears in Figure 1.

Lining assembly

Fixture tool

Figure 1 Example of fixture tool

3. Sample gathering method

Sample shall be public product. But, Brake lining can be single product

4. Test method

4.1 Preparations and items be confirmed before the test : Before Rockwell hardness test,
confirm these preparations below.

(1) In principle, hardness scale follows the S scale.
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