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1. Scope of application

KES T-U012

This standard shall specify test method for Head cover gasket which is made of rubber.

2. Testing items

Testing items that are regulated by this standard shall follow Table 1.

Division I Testing item

Table 1

Notes

Test by product

| 1. Head cover size
1) Flatness grade
2) Groove depth
3) Groove width
2. The initial seal pressure measurement
3. Surface pressure
- distribution measurement
4. Mounting torque and gasket deformation
amount measurement
9. Heat resistance cycle test

6. Heat cycle test

3. General condition of test

(1) Standard state of laboratory room

The temperature of laboratory room shall be maintained by 20,"' unless it is

designated specially.

(2) Conversion method of numerical value

The testing results that be gained for each test shall be converted by JIS Z

8401(Conversion method of numerical value).
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