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1. Scope of application

This standard shall specify the test method of a hose using in Vacuum Brake System.

2. Sampling

(1) Take one specimen on every Lot. The total length of hose using in every test is about

om.

(2) Take every specimen from original product in situation which not doing other test.

(3) Eliminate the rest of hose after test for the sake of safety.

3. General condition of test

Maintain indoor temperature of laboratory room at 23+5C Set

temperature of specimen at the temperature of laboratory before starting

the test.

4. Test method

4.1 Bursting pressure test

Carry out the test by ASTM D 380(Rubber hose test method).

4.2 Adhesive property test
4.2.1 Fiber reinforced hose

Carry out adhesive property test by ASTM D 413(Rubber material adhesion test).

4.2.2 Wire reinforced hose

Carry out adhesive property test for the specimen(Minimum length is 380mm) taking
from original material which is not done other test.

4.2.3 Test order

Put an iron ball its size is same with a size specified in table 1 into a hose. Seal up

the one end of a hose and connect the other end of the hose to a vacuum pump.
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