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1. Scope of application

This standard shall specify the test method of silicon material vehicle Boots.

2. Quality
2.1 General requirement specification

2.1.1 Standard state of test
In principle, carry out a test in 23+3C of temperature and in 65+5% of humidity and

use test piece that was in standard state for more than 40 hours. In the case of not
testing In standard state, write the test condition on the recording paper.

2.1.2 Testplete ganering
In principle, gather test piece in products. But, if it is impossible to gather test piece
In product, use test piece that is manufactured in same condition with product

forming condition.

3. Test method
3.1 Hardness test
Hardness test shall follow KS M 5518.

3.2 Tensile test

Tensile test and elongation test shall folow KS M 6518. But, use dumbbeli-shaped No.3
as test piece, not give unnecessary stress and bending to test piece.

3.3 Heat endurance test

Heat endurance test shall follow KS M 6518. But, use B type as a test piece and the

vertical surface radius shall be 0.6 0.1
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