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um Silicate

te is a compound of magnesium oxide and silicon dioxide. It contains NLT 15.0% of magnesium oxide (MgO) and NLT 67.0%
e (Si0,), calculated on the ignited basis.

2 Sample with 10 mL of 3 N hydrochloric acid. Filter, and neutralize the filtrate to litmus paper with 6 N ammonium hydroxide.
aria: The neutralized filtrate meets the requirements.

e a bead by fusing a few crystals of sodium ammonium phosphate on a platinum loop in the flame of a Bunsen burner. Place
arent bead in contact with Magnesium Silicate, and again fuse.
aria: Silica floats about in the bead, producing, upon cooling, an opaque bead with a web-like structure.

'm
il titration

dium hydroxide VS

stion: Visual

ve the Sample in 50.0 mL of 1 N sulfuric acid VS. Digest on a steam bath for 1 h, cool to room temperature, and add methyl
‘ate the excess acid in the sample with Titrant. Each mL of 1 N sulfuric acid is equivalent to 20.15 mg of MgO.

aria: NLT 15.0% on the ignited basis

er the Sample to a small platinum dish. Add 10 mL of 1 N sulfuric acid, and heat on a steam bath to dryness, leaving the dish
1at the residue with 25 mL of water, and digest on a steam bath for 15 min. Decant the supernatant through an ashless filter
+aid of suction, and wash the residue, by decantation, three times with hot water, passing the washings through the filter
transfer the residue to the filter, and wash thoroughly with hot water. Transfer the filter paper and its contents to the platinum
1 used. Heat to dryness, incinerate, ignite strongly for 30 min, cool, and weigh. Moisten the residue with water, and add 6 mL
:acid and 3 drops of sulfuric acid. Evaporate to dryness, ignite for 5 min, cool, and weigh. The loss in weight represents the

aria: NLT 67.0% on the ignited basis

n: 100 mg/mL of lanthanum alizarin complexan mixture in 60% isopropyl alcohol. Filter the solution if it is not clear.

n: 2.21 pg/mL of sodium fluoride in 0.1 N hydrochloric acid

: Prepare a slurry consisting of 5.0 g of Magnesium Silicate and 45 mL of 0.1 N hydrochloric acid. Stir at room temperature
1 pass through a filter of 0.45-um pore size into a 50-mL volumetric flask. Wash the filter with five 1-mL portions of 0.1 N
cid, collecting the washings in the flask. Dilute with 0.1 N hydrochloric acid to volume.
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er 5.0 mL of the Standard solution and Sample solution to separate 25-mL volumetric flasks, add 5.0 mL of Indicator solution,
er to volume, and allow to stand for 1 h in diffuse light at ambient temperature. Determine the absorbance of the solutions
Ink.

aria: 10 pg/g; the absorbance of the Sample solution is NMT than that of the Standard solution.

e Sample with 150 mL of water for 15 min. Cool to room temperature, and allow the mixture to stand for 15 min. Filter with
ion, transfer the filtrate to a 200-mL volumetric flask, and dilute with water to volume. Evaporate 50.0 mL of this solution,

.5 g of the Silicate, in a tared platinum dish to dryness. Ignite gently to constant weight. Retain the remaining diluted solution
Free Alkali.

aria: 3.0%; NMT 75.0 mg

f the retained diluted filtrate prepared in the test for Soluble Salts
drops of phenolphthalein TS to the Sample, representing 1 g of Magnesium Silicate.
rria: If a pink color is produced, NMT 2.5 mL of 0.1 N hydrochloric acid is required to discharge it.

cedures, Procedure 14 (N 1-Ju-2023)

:: Dissolve 1.0 g of Magnesium Silicate in 20 mL of 3 N hydrochloric acid, evaporate on a steam bath to 10 mL, dilute with
-,and cool.
aria: NMT 10 pg/g

1c0

the percentage of SiO, obtained in the Assay for Silicon Dioxide by the percentage of MgO obtained in the Assay for
‘ide.

rria: 2.50-4.50

31)

{ried specimen for the test for Loss on Ignition.]
105° for 2 h.

rria: NMT 15.0%

'33).

icimen retained from the test for Loss on Drying
:he Sample at 900°-1000° for 20 min.

aria: NMT 15%, previously dried

: A well-mixed aqueous suspension (1 in 10)
rria: 7.0-10.8

UIREMENTS

RAGE: Preserve in well-closed containers.
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