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IMPORTANT NOTICES AND DISCLAIMERS CONCERNING NFPA DOCUMENTS

NOTICE AND DISCLAIMER OF LIABILITY CONCERNING THE USE OF NFPA DOCUMENTS

NFPA codes, standards, recommended practices, and guides, of which the document contained herein is one, are de-
veloped through a consensus standards development process approved by the American National Standards Institute.
This process brings together volunteers representing varied viewpoints and interests to achieve consensus on fire and
other safety issues. While the NFPA administers the process and establishes rules to promote fairness in the develop-
ment of consensus, it does not independently test, evaluate, or verify the accuracy of any information or the soundness
of any judgments contained in its codes and standards.

The NFPA disclaims liability for any personal injury, property or other damages of any nature whatsoever, whether
special, indirect, consequential or compensatory, directly or indirectly resulting from the publication, use of, or reliance
on this document. The NFPA also makes no guaranty or warranty as to the accuracy or completeness of any information
published herein.

In issuing and making this document available, the NFPA is not undertaking to render professional or other services
for or on behalf of any person or entity. Nor is the NFPA undertaking to perform any duty owed by any person or entity
to someone else. Anyone using this document should rely on his or her own independent judgment or, as appropriate,
seek the advice of a competent professional in determining the exercise of reasonable care in any given circumstances.

The NFPA has no power, nor does it undertake, to police or enforce compliance with the contents of this document.
Nor does the NFPA list, certify, test or inspect products, designs, or installations for compliance with this document.
Any certification or other statement of compliance with the requirements of this document shall not be attributable to
the NFPA and is solely the responsibility of the certifier or maker of the statement.
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ADDITIONAL NOTICES AND DISCLAIMERS

Updating of NFPA Documents

Users of NFPA codes, standards, recommended practices, and guides should be aware that
these documents may be superseded at any time by the issuance of new editions or may be
amended from time to time through the issuance of Tentative Interim Amendments. An offi-
cial NFPA document at any point in time consists of the current edition of the document
together with any Tentative Interim Amendments and any Errata then in effect. In order to
determine whether a given document is the current edition and whether it has been amended
through the issuance of Tentative Interim Amendments or corrected through the issuance of
Errata, consult appropriate NFPA publications such as the National Fire Codes® Subscription
Service, visit the NFPA website at www.nfpa.org, or contact the NFPA at the address listed
below.

Interpretations of NFPA Documents

A statement, written or oral, that is not processed in accordance with Section 6 of the Reg-
ulations Governing Committee Projects shall not be considered the official position of NFPA
or any of its Committees and shall not be considered to be, nor be relied upon as, a Formal
Interpretation.

Patents

The NFPA does not take any position with respect to the validity of any patent rights
asserted in connection with any items which are mentioned in or are the subject of NFPA
codes, standards, recommended practices, and guides, and the NFPA disclaims liability for
the infringement of any patent resulting from the use of or reliance on these documents.
Users of these documents are expressly advised that determination of the validity of any such
patent rights, and the risk of infringement of such rights, is entirely their own responsibility.

NFPA adheres to applicable policies of the American National Standards Institute with
respect to patents. For further information contact the NFPA at the address listed below.

Law and Regulations

Users of these documents should consult applicable federal, state, and local laws and reg-
ulations. NFPA does not, by the publication of its codes, standards, recommended practices,
and guides, intend to urge action that is not in compliance with applicable laws, and these
documents may not be construed as doing so.

Copyrights

This document is copyrighted by the NFPA. It is made available for a wide variety of both
public and private uses. These include both use, by reference, in laws and regulations, and
use in private self-regulation, standardization, and the promotion of safe practices and
methods. By making this document available for use and adoption by public authorities and
private users, the NFPA does not waive any rights in copyright to this document.

Use of NFPA documents for regulatory purposes should be accomplished through adop-
tion by reference. The term “adoption by reference” means the citing of title, edition, and
publishing information only. Any deletions, additions, and changes desired by the adopting
authority should be noted separately in the adopting instrument. In order to assist NFPA in
following the uses made of its documents, adopting authorities are requested to notify the
NFPA (Attention: Secretary, Standards Council) in writing of such use. For technical assis-
tance and questions concerning adoption of NFPA documents, contact NFPA at the address
below.

For Further Information

All questions or other communications relating to NFPA codes, standards, recommended
practices, and guides and all requests for information on NFPA procedures governing its
codes and standards development process, including information on the procedures for
requesting Formal Interpretations, for proposing Tentative Interim Amendments, and for
proposing revisions to NFPA documents during regular revision cycles, should be sent to
NFPA headquarters, addressed to the attention of the Secretary, Standards Council, NFPA,
1 Batterymarch Park, P.O. Box 9101, Quincy, MA 02269-9101.

For more information about NFPA, visit the NFPA website at www.nfpa.org.
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NFPA 260

Standard Methods of

Tests and Classification System for Cigarette Ignition Resistance of
Components of Upholstered Furniture

2003 Edition

This edition of NFPA 260, Standard Methods of Tests and Classification System for Cigarette
Ignition Resistance of Components of Upholstered Furniture, was prepared by the Technical Com-
mittee on Fire Tests and acted on by NFPA at its May Association Technical Meeting held
May 18–21, 2003, in Dallas, TX. It was issued by the Standards Council on July 18, 2003, with
an effective date of August 7, 2003, and supersedes all previous editions.

This edition of NFPA 260 was approved as an American National Standard on July 18, 2003.

Origin and Development of NFPA 260
Regulation of the manufacture of furniture has been a subject of research and debate since

1967, when the Flammable Fabrics Act was amended by Congress to include products in addition
to wearing apparel and home textiles that might constitute an unreasonable flammability risk.
The National Bureau of Standards (NBS) began funding laboratory research on the subject in
1968. With its formation in 1973, the U.S. Consumer Product Safety Commission (CPSC) became
the government agency responsible for administration of the Flammable Fabrics Act, including
the adoption of any program or standard regulating upholstered furniture. NBS retained respon-
sibility for designing test methods related to flammable fabrics.

In 1976, NBS submitted a draft to the CPSC for a proposed cigarette ignition resistance
standard for upholstered furniture. Shortly thereafter, however, the CPSC was reorganized
into separate program areas, followed by nearly a year’s worth of study on its children’s
sleepwear standards, which was prompted by findings that a chemical used in sleepwear to
make it flame-retardant might be carcinogenic. In November 1978, the CPSC staff, after
modifying the originally proposed NBS standard on upholstered furniture, recommended to
the CPSC commissioners that they publish the proposed standard.

In December 1978, at an informal meeting during which the CPSC asked that comments
be submitted before publishing the final version of the standard, the upholstered furniture
industry proposed its own voluntary program, the Upholstered Furniture Action Council
(UFAC) Voluntary Action Program.

The UFAC voluntary program was adopted in April 1979. The 1983 edition of this standard
(then NFPA 260A) was developed subsequent to that date by the Technical Committee on
Fire Tests and drew heavily on the UFAC test method for components of upholstered furni-
ture. The 1986 edition brought the document into substantial agreement with the UFAC test
method. The 1989 edition was renumbered as NFPA 260 and included refinements for fur-
ther agreement with the UFAC test method.

The 1994 edition of this standard provided further refinements that reflected minor changes
and editorial clarification. Those changes involved current definitions and technology used
within the upholstered furniture industry.

The 1998 edition added a clarification defining the pretest cigarette burn length.
For the 2003 edition, the chapter layout of NFPA 260 has been reorganized to meet the

NFPA Manual of Style.
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NOTE: Membership on a committee shall not in and of itself constitute an endorsement of the Association or
any document developed by the committee on which the member serves.

Committee Scope: This Committee shall have primary responsibility for documents on fire testing procedures,
for reviewing existing fire test standards and recommending appropriate action to NFPA, for recommending the
application of and advising on the interpretation of acceptable test standards for fire problems of concern to
NFPA technical committees and members, and for acting in a liaison capacity between NFPA and the committees
of other organizations writing fire test standards. This Committee does not cover fire tests that are used to evaluate
extinguishing agents, devices, or systems.

260–2 CIGARETTE IGNITION RESISTANCE OF COMPONENTS OF UPHOLSTERED FURNITURE

2003 Edition

Full document details: NFPA 260 2003

http://avadocuments2026.com/doc/nfpa-260-2003
http://avadocuments2026.com/doc/nfpa-260-2003


Contents

Chapter 1 Administration ............................... 260– 4
1.1 Scope ............................................... 260– 4
1.2 Purpose ............................................ 260– 4
1.3 Application ....................................... 260– 4
1.4 Test Selection .................................... 260– 4

Chapter 2 Referenced Publications ................... 260– 4
2.1 General ............................................ 260– 4
2.2 NFPA Publications. (Reserved) ............... 260– 4
2.3 Other Publications .............................. 260– 4

Chapter 3 Definitions .................................... 260– 4
3.1 General ............................................ 260– 4
3.2 NFPA Official Definitions ...................... 260– 4
3.3 General Definitions ............................. 260– 5

Chapter 4 Test Apparatus ............................... 260– 5
4.1 Mini-Mock-Up Tester ........................... 260– 5
4.2 Decking Materials Tester ...................... 260– 5
4.3 Ignition Source .................................. 260– 5
4.4 Standard Type I Cover Fabric ................ 260– 6
4.5 Standard Type II Cover Fabric ............... 260– 6
4.6 Sheeting Material ............................... 260– 6
4.7 Polyurethane Foam Substrate ................ 260– 6
4.8 Miscellaneous .................................... 260– 6
4.9 Air Velocity ........................................ 260– 6
4.10 Extinguishing Equipment ..................... 260– 6
4.11 Draft Enclosure .................................. 260– 6

Chapter 5 Test Specimens ............................... 260– 6
5.1 Specimen Conditioning ....................... 260– 6
5.2 Cover Fabric Specimen ........................ 260– 6
5.3 Interior Fabric Specimen ...................... 260– 6
5.4 Welt Cord Specimen ............................ 260– 6

5.5 Filling/Padding Component Specimen ... 260– 6
5.6 Decking Materials Specimen ................. 260– 7
5.7 Barrier Materials Specimen ................... 260– 7

Chapter 6 Test Procedures .............................. 260– 7
6.1 Cover Fabric Test ................................ 260– 7
6.2 Interior Fabric Test ............................. 260– 7
6.3 Welt Cord Test ................................... 260– 8
6.4 Filling/Padding Component Test ........... 260– 9
6.5 Decking Materials Test ......................... 260– 9
6.6 Barrier Materials Test .......................... 260–10

Chapter 7 Cigarette Resistance Classifications ..... 260–11
7.1 General ............................................ 260–11
7.2 Cover Fabric Classification .................... 260–11
7.3 Interior Fabric Classification ................. 260–11
7.4 Welt Cord Classification ....................... 260–11
7.5 Filling/Padding Components

Classification ..................................... 260–11
7.6 Decking Materials Classification ............. 260–11
7.7 Barrier Materials Classification ............... 260–11

Chapter 8 Safety Precautions ........................... 260–11
8.1 Combustion ....................................... 260–11
8.2 Exposure .......................................... 260–11

Chapter 9 Precision and Accuracy ..................... 260–11
9.1 Statement. (Reserved) ......................... 260–11

Annex A Explanatory Material ......................... 260–11

Annex B Commentary .................................... 260–12

Annex C Informational References ................... 260–13

Index ........................................................... 260–14

260–3CONTENTS

2003 Edition

Full document details: NFPA 260 2003

http://avadocuments2026.com/doc/nfpa-260-2003
http://avadocuments2026.com/doc/nfpa-260-2003


NFPA 260

Standard Methods of

Tests and Classification System for Cigarette
Ignition Resistance of Components of

Upholstered Furniture

2003 Edition

IMPORTANT NOTE: This NFPA document is made available for
use subject to important notices and legal disclaimers. These notices
and disclaimers appear in all publications containing this document
and may be found under the heading “Important Notices and Dis-
claimers Concerning NFPA Documents.” They can also be obtained
on request from NFPA or viewed at www.nfpa.org/disclaimers.

NOTICE: An asterisk (*) following the number or letter
designating a paragraph indicates that explanatory material
on the paragraph can be found in Annex A.

Information on referenced publications can be found in
Chapter 2 and Annex C.

Chapter 1 Administration

1.1 Scope.

1.1.1 The tests described in this document apply to uphol-
stered furniture components that are tested in a standard,
defined composite.

1.1.2 These tests shall apply to cover fabrics, interior fabrics,
welt cords, decking materials, barrier materials, and filling/
padding materials including, but not limited to, battings of
natural or man-made fibers, foamed or cellular filling materi-
als, resilient pads of natural or man-made fibers, and loose
particulate filling materials such as shredded polyurethane or
feathers and down.

1.2 Purpose.

1.2.1 These test methods are designed to evaluate ignition
resistance of upholstered furniture when exposed to smolder-
ing cigarettes under specified conditions.

1.2.2 It is the intent of this standard to provide tests to deter-
mine whether covered upholstered furniture components
such as cover fabrics, welt cords, decking materials, interior
fabrics, and filling/padding materials are relatively resistant to
ignition by smoldering cigarettes.

1.2.3* This standard establishes a classification system for deter-
mining the resistance of upholstered furniture components to
cigarette ignition.

1.3 Application.

1.3.1 Tests specified by this standard are intended to measure
the performance of upholstered furniture components under
conditions of exposure to a smoldering cigarette.

1.3.2 Tests specified by this standard shall not be used to
measure the performance of upholstered furniture under
conditions of open flame exposure, and do not indicate
whether the furniture will resist the propagation of flame un-
der severe fire exposure or when tested in a manner that dif-
fers substantially from the test standard.

1.3.3 The test results obtained with a material component
tested in a given mock-up, in accordance with this standard, do
not necessarily indicate the performance of the same material
component in the form of other geometric configurations, such
as full-size furniture.

1.3.4 Tests specified by this standard shall be used to measure
and describe the response of materials, products, or assem-
blies to a smoldering cigarette under controlled laboratory
conditions, and do not necessarily describe or appraise the
fire hazard or fire risk of materials, products, or furniture as-
semblies under actual fire conditions.

1.3.5 This standard is intended to assist in component selec-
tion and composite design for upholstered furniture in order
to achieve a high level of resistance to cigarette ignition.

1.3.6 The effects of aging on components, and composites
made from components, have not been studied. As a result,
the test methods contained in this standard might not pre-
dict changes caused by aging or contamination during nor-
mal use.

1.4 Test Selection.

1.4.1 All outer cover fabrics shall be subjected to the cover
fabric test.

1.4.2 All interior fabrics used in intimate contact with outer
fabrics shall be subjected to the interior fabric test.

1.4.3 All welt cord shall be subjected to the welt cord test.

1.4.4 All material used under the cover fabric in seats or
within inside vertical walls (inside arms and inside backs) shall
be subjected to the filling/padding component test.

1.4.5 Any material used in the deck under loose cushions
shall be subjected to the decking materials test.

1.4.6 Any material intended to serve as a barrier between
Class II cover fabrics and conventional polyurethane foam in a
seat shall be subjected to the barrier materials test.

Chapter 2 Referenced Publications

2.1 General. The documents or portions thereof listed in this
chapter are referenced within this standard and shall be con-
sidered part of the requirements of this document.

2.2 NFPA Publications. (Reserved)

2.3 Other Publications.

2.3.1 GSA Publication. General Services Administration,
Specifications Activity, Printed Materials Supply Division, Build-
ing 197, Naval Weapons Plant, Washington DC 20407.

Federal Specification CCC.C.438.E, Cloth, Ticking, Twill,
Cotton; Type I, February 14, 1986.

Chapter 3 Definitions

3.1 General. The definitions contained in this chapter shall
apply to the terms used in this standard. Where terms are not
included, common usage of the terms shall apply.

3.2 NFPA Official Definitions.

3.2.1 Shall. Indicates a mandatory requirement.
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