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1. SCOPE
This Standard specifies the tension shear test method for the lap welded joint.

2. TEST TYPE |
The test types are listed in Table 1.

Table 1 Test types

Test type ~ Test material Example application

Spot welded lap joint tensile Spot welding, projection welding,
shearing test plug welding, etc.

Continuous welded lap joint Seam welding, electron beam
tensile shearing test laser welding, etc.

No. 1 test material | No. 1 test piece

No. 2 test material

No. 2 test piece

Fillet welded iap joint tensile . . .
shearing test ;No.Stest material | No. 3 test piece |Arc welding

3. TEST MATERIAL AND TEST PIECE

3.1 The test material for the spot welded lap joint is shown in Figure 1, the test piece is shown in Figure 2, and
the dimension is shown in Table 2.

Figure 1 Spot welded lap joint (No. 1 test material)
This drawing shows an example of spot welding and projection welding.
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Applicable/Reference Standards: See page 5.
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3.2 The continuous welded lap joint test material is shown in Figure 3, and the test piece is shown in Figure 4.

Figure 3, Continuous welded lap joint (No. 2 test material)
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