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Foreword

This Published Document has been prepared by Subcommittee B/540/1. It is intended
that this document will be updated every year.

During 1997, 20 new European test methods for thermal insulation materials were
published as British Standards. This document explains the background and
application of these new test methods and others currently under development. It also
explains how they correspond to existing British Standards and when these similar
British Standards will be amended/withdrawn.

Acknowledgement is made of the contribution of Rockwool Ltd. in the preparation of
this document.

This document does not purport to include all the necessary provisions of a contract.
Users are responsible for its correct application.

This Published Document is not to be regarded as a British Standard.

Summary of pages

This document comprises a front cover, an inside front cover, pages i and ii,
pages 1 to 6, an inside back cover and a back cover.
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