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Foreword 

This document (CEN/TR 10317:2013) has been prepared by Technical Committee ECISS/TC 102 “Methods 
of chemical analysis for iron and steel”, the secretariat of which is held by SIS. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This document supersedes CEN/TR 10317:2009. 

In comparison with the previous edition of CEN/TR 10317:2009, the following significant technical changes 
were made: 

  Clause 2, definition of Certified Reference Material; 

  in 5.1, change of the procedure how to carry out the four required determination. 
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