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National foreword

This Published Document is the UK implementation of CEN/TR 10317:2014.
It supersedes PD_CEN/TR 10317:2013 which is withdrawn.

The UK participation in its preparation was entrusted to Technical
Committee ISE/102, Methods of Chemical Analysis for Iron and Steel.

A list of organizations represented on this committee can be obtained on
request to its secretary.

This publication does not purport to include all the necessary provisions of
a contract. Users are responsible for its correct application.

© The British Standards Institution 2014.
Published by BSI Standards Limited 2014
ISBN 978 0 580 84752 3
ICS 71.040.30; 77.150.10

Compliance with a British Standard cannot confer immunity from
legal obligations.

This Published Document was published under the authority of the
Standards Policy and Strategy Committee on 31 December 2014.

Amendments/corrigenda issued since publication
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ICS 71.040.30; 77.150.10 Supersedes [CEN/TR 10317:2013

English Version

European certified reference materials (EURONORM-CRMs) for
the determination of the chemical composition of iron and steel
products prepared under the auspices of the European
Committee for Iron and Steel Standardization (ECISS)

Matériaux de référence certifiés européens (EURONORM- Europaische zertifizierte Referenzmaterialien
MRC) destinés a la détermination de la composition (EURONORM-ZRMs) fiir die Bestimmung der chemischen
chimique des produits en acier et en fonte préparés sous Zusammensetzung von Eisen- und Stahlerzeugnissen,
les auspices du comité européen de normalisation du fer et hergestellt unter der Schirmherrschaft des Europaischen
de I'acier (ECISS) Komitees fur Eisen- und Stahinormung (ECISS)

This Technical Report was approved by CEN on 10 May 2014. It has been drawn up by the Technical Committee ECISS/TC 102.

CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech Republic, Denmark, Estonia,
Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania,
Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and United

Kingdom.
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Foreword

This document (CEN/TR 10317:2014) has been prepared by Technical Committee ECISS/TC 102 “Methods
of chemical analysis for iron and steel”, the secretariat of which is held by SIS.

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights.

This document supersedes CEN/TR 10317:2013.

In comparison with the previous edition, CEN/TR 10317:2013, significant technical changes were made to the
introduction and Clause 5 following the withdrawal of Bureau of Analysed Samples Limited from the
Euronorm-CRM Producers’ Group in 2013.
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