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CEN/TR 15123:2005.

The UK participation in its preparation was entrusted by Technical Committee 
B/544, Plastering, rendering, dry lining, to Subcommittee B/544/4, Plastering, 
which has the responsibility to: 

— aid enquirers to understand the text;

— present to the responsible international/European committee any 
enquiries on the interpretation, or proposals for change, and keep UK 
interests informed;

— monitor related international and European developments and 
promulgate them in the UK.

A list of organizations represented on this subcommittee can be obtained on 
request to its secretary.
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The British Standards which implement international or European 
publications referred to in this document may be found in the BSI Catalogue 
under the section entitled “International Standards Correspondence Index”, or 
by using the “Search” facility of the BSI Electronic Catalogue or of British 
Standards Online.

This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.
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immunity from legal obligations.
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Foreword 

This document (CEN/TR 15123:2005) has been prepared by Technical Committee CEN/TC 125 
"Masonry", the secretariat of which is held by BSI. 

This document has been initially prepared by the European section of International Union of 
Contractors of Plastering, Dry Lining, Stucco and Related Activities (UIEP) at the request of the 
CEN Technical Sector Board (Resolution No.BTS1/56/1991). It has been revised by CEN/TC 
125/JWG5 in conjunction with CEN/TC 241. The CEN technical report gives in different sections 
guidance for building details, design and materials considerations and the application of polymer 
plasters. Relevant data are summarized in a series of tables. The recommendations are framed in 
logical sequence, namely materials and accessories; properties of backgrounds that influence the 
choice of suitable polymer plastering systems; guidance on preparation of surfaces to be plastered; 
choice of suitable polymer plasters; methods of application. It is essential that the design clauses are 
read in conjunction with the clauses on background and preparation. 

It is not the function of this document to assign responsibility for the design and application of any 
work or actions mentioned within to any specific party. Such responsibility is a matter for other 
documentation associated with the work, e.g. the contract. 

It has been assumed in the drafting of this document that the application of its provisions is entrusted 
to appropriately qualified and experienced people, for whose guidance it has been prepared. 

This TR should be read in conjunction with EN 13914-2. 

The following similar Technical Reports are also available:- 

CEN/TR 15124:2005 Design, preparation and application of internal gypsum plastering systems 

CEN/TR 15125:2005 Design, preparation and application of internal cement and/or lime 
plastering systems 

According to the CEN/CENELEC Internal Regulations, the national standards organizations of the 
following countries are bound to announce this Technical Report: Austria, Belgium, Cyprus, Czech 
Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, 
Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Slovakia, Slovenia, 
Spain, Sweden, Switzerland and the United Kingdom. 

 

CEN/TR 15123:2005

Full document details: PD CEN/TR 15123:2005

http://dx.doi.org/10.3403/30070244U
http://www.avadocuments.com/doc/pd-cen-tr-15123-2005
http://www.avadocuments.com/doc/pd-cen-tr-15123-2005

