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European foreword 

This document (CEN/TR 17219:2018) has been prepared by Technical Committee CEN/TC 249 “Plastics”, 
the secretariat of which is held by NBN. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN shall not be held responsible for identifying any or all such patent rights. 

Full document details: PD CEN/TR 17219:2018

http://www.avadocuments.com/doc/pd-cen-tr-17219-2018
http://www.avadocuments.com/doc/pd-cen-tr-17219-2018


CEN/TR 17219:2018 (E) 

4 

Introduction 

Biodegradable mulch films have become a common practice in agriculture. Their characteristics in terms of 
environmental impact (biodegradation in soil and ecotoxicity) have been indicated in EN 17033, 
Biodegradable mulch films for use in agriculture and horticulture – Requirements and test methods. 

In order to complete the characterization of these materials, this technical report gives information on a 
procedure for sampling and measuring the occurrence of a damage on the biodegradable mulch film when in 
use in the field [1]. 

It is recommended to collect the agronomic and weather information of the mulched area. The information 
collected does not alter the procedure described. 

This document may be used to assess the surface integrity of the biodegradable thermoplastic mulch film 
during its service life. 
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