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Foreword 

This document (CEN/TS 13286-54:2014) has been prepared by Technical Committee CEN/TC 227 “Road 
materials”, the secretariat of which is held by DIN. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

This Technical Specification is one of a series of standards as listed below: 

EN 13286-1, Unbound and hydraulically bound mixtures — Part 1: Test methods for laboratory reference 
density and water content — Introduction, general requirements and sampling 

EN 13286-2, Unbound and hydraulically bound mixtures — Part 2: Test methods for the determination of 
laboratory reference density and water content — Proctor compaction 

EN 13286-3, Unbound and hydraulically bound mixtures — Part 3: Test methods for laboratory reference 
density and water content — Vibrocompression with controlled parameters 

EN 13286-4, Unbound and hydraulically bound mixtures — Part 4: Test methods for laboratory reference 
density and water content — Vibrating hammer 

EN 13286-5, Unbound and hydraulically bound mixtures — Part 5: Test methods for laboratory reference 
density and water content — Vibrating table 

EN 13286-7, Unbound and hydraulically bound mixtures — Part 7: Cyclic load triaxial test for unbound 
mixtures 

EN 13286-40, Unbound and hydraulically bound mixtures — Part 40: Test method for the determination of the 
direct tensile strength of hydraulically bound mixtures 

EN 13286-41, Unbound and hydraulically bound mixtures — Part 41: Test method for the determination of the 
compressive strength of hydraulically bound mixtures 

EN 13286-42, Unbound and hydraulically bound mixtures — Part 42: Test method for the determination of the 
indirect tensile strength of hydraulically bound mixtures 

EN 13286-43, Unbound and hydraulically bound mixtures — Part 43: Test method for the determination of the 
modulus of elasticity of hydraulically bound mixtures 

EN 13286-44, Unbound and hydraulically bound mixtures — Part 44: Test method for the determination of the 
alpha coefficient of vitrified blast furnace slag 

EN 13286-45, Unbound and hydraulically bound mixtures — Part 45: Test method for the determination of the 
workability period of hydraulically bound mixtures 

EN 13286-46, Unbound and hydraulically bound mixtures — Part 46: Test method for the determination of the 
moisture condition value 

EN 13286-47, Unbound and hydraulically bound mixtures — Part 47: Test method for the determination of the 
California bearing ratio, immediate bearing index and linear swelling 

EN 13286-48, Unbound and hydraulically bound mixtures — Part 48: Test method for the determination of the 
degree of pulverization 
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EN 13286-49, Unbound and hydraulically bound mixtures — Part 49: Accelerated swelling test of soil treated 
by lime and/or hydraulic binders 

EN 13286-50, Unbound and hydraulically bound mixtures — Part 50: Methods for making test specimens 
using proctor equipment or vibrating table compaction 

EN 13286-51, Unbound and hydraulically bound mixtures — Part 51: Methods for making test specimens by 
vibrating hammer compaction 

EN 13286-52, Unbound and hydraulically bound mixtures — Methods for making test specimens — Part 52: 
Making specimens by vibro-compression 

EN 13286-53, Unbound and hydraulically bound mixtures — Methods for making test specimens — Part 53: 
Making cylindrical specimens by axial compression 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to announce this Technical Specification: Austria, Belgium, Bulgaria, Croatia, Cyprus, 
Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, 
Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, 
Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 
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