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English Version 

 Bituminous binders - Determination of breaking behaviour and 
immediate adhesivity of cationic bituminous emulsions with 2/4 

mm aggregate 

 

Bitumes et liants bitumineux - Détermination du 
comportement à la rupture et de l'adhésivité immédiate des 
émulsions cationiques de bitume avec un granulat de 2/4 

mm 

 Bitumen und bitumenhaltige Bindemittel - Bestimmung der 
Brechzeit und des kurzfristigen Haftverhaltens von 

kationischen Bitumenemulsionen mit Gesteinskörnung 2/4 
mm 
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Foreword 

This document (CEN/TS 16346:2012) has been prepared by Technical Committee CEN/TC 336 “Bitumimous 
Binders”, the secretariat of which is held by AFNOR/BN Pétrole. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN/CENELEC Internal Regulations, the national standards organisations of the following 
countries are bound to announce this Technical Specification: Austria, Belgium, Bulgaria, Croatia, Cyprus, 
Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, 
Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, 
Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 
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