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National foreword

This Published Document is the UK implementation of CEN/TS 16368:2014.

The UK committee voted negatively against this Technical Specification on
the basis that the formaldehyde testing requirements are out of line with
those of Annex B of the harmonised standard EN 13986.  

It is the view of the UK committee that there should be derived test
method limits for formaldehyde i.e. EN 120 and EN 717-2. In addition,
there should be a formaldehyde class E2. Both of which will bring it in line
with Annex B of EN 13986.

The UK participation in its preparation was entrusted to Technical
Committee B/541, Wood based panels.

A list of organizations represented on this committee can be obtained on
request to its secretary.

This publication does not purport to include all the necessary provisions of
a contract. Users are responsible for its correct application.

© The British Standards Institution 2014.
Published by BSI Standards Limited 2014

ISBN 978 0 580 76829 3
ICS 79.060.20

Compliance with a British Standard cannot confer immunity from
legal obligations.

This Published Document was published under the authority of the
Standards Policy and Strategy Committee on 30 April 2014.

Amendments/corrigenda issued since publication
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This Technical Specification (CEN/TS) was approved by CEN on 13 January 2014 for provisional application.  
 
The period of validity of this CEN/TS is limited initially to three years. After two years the members of CEN will be requested to submit their 
comments, particularly on the question whether the CEN/TS can be converted into a European Standard. 
 
CEN members are required to announce the existence of this CEN/TS in the same way as for an EN and to make the CEN/TS available 
promptly at national level in an appropriate form. It is permissible to keep conflicting national standards in force (in parallel to the CEN/TS) 
until the final decision about the possible conversion of the CEN/TS into an EN is reached. 
 
CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech Republic, Denmark, Estonia, 
Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, 
Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and United 
Kingdom. 
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Foreword 

This document (CEN/TS 16368:2014) has been prepared by Technical Committee CEN/TC 112 “Wood-based 
panels”, the secretariat of which is held by DIN. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to announce this Technical Specification: Austria, Belgium, Bulgaria, Croatia, Cyprus, 
Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, 
Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, 
Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 
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