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National foreword
This Published Document is the UK implementation of CEN/TS 16611:2014.

The UK participation in its preparation was entrusted by Technical
Committee FW/0, Furniture, to Subcommittee FW/0/1, Common Test
Methods for Furniture.

A list of organizations represented on this committee can be obtained on
request to its secretary.

This publication does not purport to include all the necessary provisions of
a contract. Users are responsible for its correct application.

© The British Standards Institution 2014.
Published by BSI Standards Limited 2014
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Compliance with a British Standard cannot confer immunity from

legal obligations.

This Published Document was published under the authority of the
Standards Policy and Strategy Committee on 30 April 2014.

Amendments/corrigenda issued since publication

Date Text affected

Documents

Document Sharing Hub

Full document details: PD CEN/TS 16611:2014


http://www.avadocuments.com/doc/pd-cen-ts-16611-2014
http://www.avadocuments.com/doc/pd-cen-ts-16611-2014

PD CEN/TS 16611:2014

TECHNICAL SPECIFICATION ICEN/TS 16611
SPECIFICATION TECHNIQUE
TECHNISCHE SPEZIFIKATION March 2014

ICS 97.140
English Version
Furniture - Assessment of the surface resistance to
microscratching
Ameublement - Evaluation de la résistance des surfaces Méobel - Bestimmung der Mikrokratzbestandigkeit von

aux micro-rayures Méobeloberflachen

This Technical Specification (CEN/TS) was approved by CEN on 14 October 2013 for provisional application.

The period of validity of this CEN/TS is limited initially to three years. After two years the members of CEN will be requested to submit their
comments, particularly on the question whether the CEN/TS can be converted into a European Standard.

CEN members are required to announce the existence of this CEN/TS in the same way as for an EN and to make the CEN/TS available
promptly at national level in an appropriate form. It is permissible to keep conflicting national standards in force (in parallel to the CEN/TS)
until the final decision about the possible conversion of the CEN/TS into an EN is reached.

CEN members are the national standards bodies of Austria, Belgium, Bulgaria, Croatia, Cyprus, Czech Republic, Denmark, Estonia,
Finland, Former Yugoslav Republic of Macedonia, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania,
Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and United
Kingdom.

. — |

EUROPEAN COMMITTEE FOR STANDARDIZATION
COMITE EUROPEEN DE NORMALISATION
EUROPAISCHES KOMITEE FUR NORMUNG

CEN-CENELEC Management Centre: Avenue Marnix 17, B-1000 Brussels

© 2014 CEN  All rights of exploitation in any form and by any means reserved Ref. No. CEN/TS 16611:2014 E
worldwide for CEN national Members.

Documents

Document Sharing Hub

Full document details: PD CEN/TS 16611:2014


http://dx.doi.org/10.3403/30281370U
http://www.avadocuments.com/doc/pd-cen-ts-16611-2014
http://www.avadocuments.com/doc/pd-cen-ts-16611-2014

PD CEN/TS 16611:2014
CEN/TS 16611:2014 (E)

Contents Page
L o1 =T o o 5
1 85T o o - SN 6
2 NOIrMAtiVe refErENCES ..ot mn e s s e s s amn e s s anes 6
3 Terms and defiNitioNS .......ccoo i 6
4 Lo ] T o 7
5 Apparatus and MaAterialS .........cuuuiiiiiiiiiiiiiiiier s ——————————————— 7
5.1 Martindale tESEEr ... ————— 7
5.2 Holder for scrub material ... 7
5.3 Diffuse lIgRt SOUICE .....coiiceiieii e sss s s s s r e e e s s s s s s s r e e e ee s s s s anme e e e e ean s s samnneenessnnsnnnnnnes 7
5.4 L= L= 2 o 3 0 =1 =) 7
5.5 POSItIONING AEVICE ... s s s s sssssssnsssnsnsnsnsnnnsnsnnnnnnnnnnnnnnnnnnnnnnnnn 8
5.6 SCrub MAEHAlS ... 8
5.7 Double-sided tape.........ccccciiiiiiiiisiiiisissssssssssssss s sssssssssssssssssssssssssssssssssssssnsnsnsnsnsssnsnsnsnnnnnnnnnnnnnnnnnnnnnnnnn 8
5.8 (04 1= 10 T T [ e e £ o N 9
5.9 Reference black high gloss HPL ... ccsser s s s s s s s s s s s s s s ssme s e s s s s ssmnne e e e s sessssnmmnnes 9
6 Assembly and maintenance of the Martindale tester............cccoomiimiiiccccsrin e 9
7 Preparation and conditioning.........cccccciiiiiiininisssssssssssssssssssssssssssssssssssssssssssssssssssnsssnsnsssnsnsnnnsnnnnnnnnnns 9
71 (0o 4 Lo 1) 4o 4115 ' [N 9
7.2 =3 T T = 9
8 L5338 e (e o= o [T 9
8.1 107 1= - | 9
8.2 =53 € ' PP 10
07 B o o = o [T = 10
8.2.2  ProCedUure Bh...... iR E R 1
9 =53 S8 (=1 oo o PP 1
Annex A (normative) Method for checking the Lissajous figure ..........cccccccmmiiiiccccsmerrennnssscssceeeee s 12
Annex B (normative) Classification of the image after scratching according to procedure B............... 13
L= T 0] [ e T | -1 ] 31 /2 15
Documents
2 Document Sharing Hub

Full document details: PD CEN/TS 16611:2014


http://www.avadocuments.com/doc/pd-cen-ts-16611-2014
http://www.avadocuments.com/doc/pd-cen-ts-16611-2014

PD CEN/TS 16611:2014
CEN/TS 16611:2014 (E)

Figures
Figure 1 — Scheme of positioning device for the reflectometer on the shaded measurement area......... 8
Figure A.1 — Examples of acceptable and unacceptable Lissajous figures ...........cccourvvmmiinisnninissnnininns 12

Documents
Document Sharin%l-lub

Full document details: PD CEN/TS 16611:2014


http://www.avadocuments.com/doc/pd-cen-ts-16611-2014
http://www.avadocuments.com/doc/pd-cen-ts-16611-2014

PD CEN/TS 16611:2014
CEN/TS 16611:2014 (E)

Tables

Table 1 — Test procedures for determination of resistance to micro scratches .............cccccaaaauaaananeeee 10

Table B.1 — Classification for visual assessment according to procedure B...........ccccoeiriiinrniinnnnninenn. 13
Documents

4 Document Sharing Hub

Full document details: PD CEN/TS 16611:2014


http://www.avadocuments.com/doc/pd-cen-ts-16611-2014
http://www.avadocuments.com/doc/pd-cen-ts-16611-2014

