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TECHNICAL SPECIFICATION 

SPÉCIFICATION TECHNIQUE 

TECHNISCHE SPEZIFIKATION 
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ICS 87.040 

English Version 

 Paints and varnishes - Coating materials and coating systems 
for exterior wood - Assessment of resistance to impact of a 

coating on a wooden substrate 

 

Peintures et vernis - Produits de peinture et systèmes de 
revêtements pour le bois en extérieur - Evaluation de la 
résistance au choc d'un revêtement sur un subjectile en 

bois 

 Beschichtungsstoffe - Beschichtungsstoffe und 
Beschichtungssysteme für Holz im Außenbereich - 

Beurteilung der Schlagfestigkeit einer Beschichtung auf 
Holzusubstrat 

This Technical Specification (CEN/TS) was approved by CEN on 17 May 2014 for provisional application.  
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Luxembourg, Malta, Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and United 
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Foreword 

This document (CEN/TS 16700:2014) has been prepared by Technical Committee CEN/TC 139 “Paints and 
Varnishes”, the secretariat of which is held by DIN. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of patent 
rights. CEN [and/or CENELEC] shall not be held responsible for identifying any or all such patent rights. 

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the following 
countries are bound to announce this Technical Specification: Austria, Belgium, Bulgaria, Croatia, Cyprus, 
Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, France, Germany, 
Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, Netherlands, Norway, Poland, 
Portugal, Romania, Slovakia, Slovenia, Spain, Sweden, Switzerland, Turkey and the United Kingdom. 
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