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CEN/TS 17331:2019 (E)

European foreword

This document (CEN/TS  17331:2019) has been prepared by Technical Committee CEN/TC  351 
“Construction products: Assessment of release of dangerous substances”, the secretariat of which is 
held by NEN.

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN shall not be held responsible for identifying any or all such patent rights.

This document has been prepared under a mandate given to CEN by the European Commission and the 
European Free Trade Association.

According to the CEN-CENELEC Internal Regulations, the national standards organizations of the 
following countries are bound to announce this Technical Specification: Austria, Belgium, Bulgaria, 
Croatia, Cyprus, Czech Republic, Denmark, Estonia, Finland, Former Yugoslav Republic of Macedonia, 
France, Germany, Greece, Hungary, Iceland, Ireland, Italy, Latvia, Lithuania, Luxembourg, Malta, 
Netherlands, Norway, Poland, Portugal, Romania, Serbia, Slovakia, Slovenia, Spain, Sweden, Switzerland, 
Turkey and the United Kingdom.
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CEN/TS 17331:2019 (E)

Introduction

This Technical Specification deals with the determination of the content of organic substances in 
construction products.

Following an extended evaluation of available methods for content and eluate analysis in construction 
products (CEN/TR 16045) it was concluded that existing methods for determining content of various 
organic substances in soil, sludge and waste are applicable to construction products. The present 
document therefore contains reference to such other standards for the substances of interest.

This Technical Specification is part of a modular horizontal approach and belongs to the analytical step. 
An overview of all modules which belong to a chain of measurement, and the manner how modules are 
selected is given in CEN/TR 16220 [1].

In the growing amount of product and sector oriented test methods it was recognized that many steps 
in test procedures are or could be used in test procedures for many products, materials and sectors. It 
was supposed that, by careful determination of these steps and selection of specific questions within 
these steps, elements of the test procedure could be described in a way that can be used for all materials 
and products or for all materials and products with certain specifications.

In this context a horizontal modular approach was adopted in CEN/TC 351. “Horizontal” means that 
the methods can be used for a wide range of materials and products with certain properties. “Modular” 
means that a test standard developed in this approach concerns a specific step in assessing a property 
and not the whole “chain of measurement” (from sampling to analyses). A beneficial feature of this 
approach is that “modules” can be replaced by better ones without jeopardizing the standard “chain”.

The use of modular horizontal standards implies the drawing of test schemes as well. Before executing 
a test on a certain material or product to determine certain characteristics it is necessary to draw 
up a protocol in which the adequate modules are selected and together form the basis for the entire 
test procedure.

Further guidance on the applicability of specific test methods can be found in CEN/TR 16496 [2].

NOTE	 In Annex B, several methods are mentioned which are, to the current knowledge of CEN/TC 351/WG 5 
members, national standards or in the process of standardization (at European or national level). Please inform 
the CEN/TC 351 secretariat if you know of other such standardization activities.
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